Intermediates made of PTFE, F-4K20, F-4K15М5

As per standard 6-05-810-88

Vertical-pressing cores

	Dimension, мм
	Weight, kg

	D-outer
	H-height
	/approximately/

	10 - 1.5
	50
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2.5
	0.010

	12 - 1.5
	50
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2.5
	0.015

	15 - 1.5
	50
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2.5
	0.22

	18 - 1.5
	50
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2.5
	0.035

	20 - 2.0
	50
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2.5
	0.038

	25 - 2.0
	50
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2.5
	0.055

	30 - 2.0
	50
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2.5
	0.080

	35 - 2.0
	50
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2.5
	0.110

	40 - 2.0
	50
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2.5
	0.140

	45 – 2.5
	50
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2.5
	0.180

	50 – 2.5
	50
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2.5
	0.225



Usage:

Engineering, instrument-making, manufacturing parts of chemical hardware, accessories, pumps, in transportation of chemically active media, for production of gasket-thickening details.

Package and transportation:

In wooden boxes by any kind of transportation..
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